%ﬁ‘“ Mid - America Lining Co. .

REPAIR LOG Page 1
Project Name: 12st Landfill Project Location: Otsego Twp., ML Material Description 40 Mil LLDPE Tx
Weld Data Vacuum Test Data
Date Welder | Machine Date Tester | Result|{ Repair Seam Locations / Comments
Initials | Number lnitials | (P (F) | Number | Number
80 DS - 2
9/17/10 HM | Mx-1 | 990 | BL P 1 10111 XA
150
9/17/10 HM | MX-1 | 9190 | BL P 2 9/10 (2% 9)
100' ||T"
9/17/10 HM | Mx-1 | 919110 | BL P 3 3/10/11 (2x 4)
138'- 172 "T" & Cap
9/17/110 HM | mx-1 | ororio | BL P 4 412 (2 X 34)
9/17/10 HM | Mx-1 | 990 | BL P 5 Panel 4 1" Penstration
: ( Boot )
9/17/10 HM | MX-1 | 919110 | BL P 6 5/6/13/14 100" - 228)( 'Z)& Cap
) 78| ||T||
9/17/10 HM | Mx-1 | 990 | BL P 7 5/6/13/14 ox3)
- 62| ||T||
917110 HM | MX-1 | 9ort0 | BL P 8 6/7/15 Ox3)
48' ||T||
9/17/10 HM | Mx-1 | 910 | BL P 9 7115/16 oxa)
9/17/10 HM | Mx-1 | o910 | BL P 10 7116 32' Heat stress tear
(2X2)
23‘ “T“
9/17/10 HM | Mx-1 | 990 | BL P 11 7/8/16 ox3)
9/17/10 HM | Mx-1 | 990 | BL P 12 8/16/17 (223)(2 )
55' DS - 3
9/17/10 HM | Mx-1 | oorto | BL P 13 5/6 XA
\ 150' DS - 1
9/17/10 HM | Mx-1 | 91910 | BL P 14 213 2 x4)
- 30
917110 HM | Mx-1 | 990 | BL P 15 118 (o x8)
12/00-EDR
P ac. intals. E.D.R.
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%—W Mid - America Lining Co.

REPAIR LOG Page’ 2
Project Name* “12st Landfill Project Location: Otsego Twp , Ml Material Description. 40 Mil LLDPE Tx
Weld Data Vacuum Test Data ’
Welder | Machine Tester | Result] Repair Seam .
Date Initials | Number Date nitials | (P/F) | Number N . Locations / Comments

9/117/10 HM | Mx-10| 990 BL P 16 1/18/33 22 T

(2X3)
9/17/10 HM | MX-10 | 911910 BL P 17 18/24/33 (424 xg :
9/17/10 HM | mx-10 ]| 9r9ro BL P 18 18/24/25 (127 xg )
9/117/10 HM | Mx-10 | 91910 BL P 19 18/25/26 40°- ‘(‘72 XT7§‘ Cap
911710 HM | Mx-10 | 91910 BL P 20 19/26/27 (627)(; )
9/117/10 HM | Mx-10] 919/10 BL P 21 19127 7(72'_‘;(”2")ﬁ
o710 | HM | Mx-10| erer0 | BL P 22 | 19120027128 80 ?72 XT7§‘ Cap
9/117/10 HM | mx-10] 919110 BL P 23 Panel 28 2' Penetration

( Boot )
9/117/10 HM | Mx-10 | 9119110 BL P 24 20/28/29 (125)( ; )
9/117/10 HM | Mx-10 ] 9910 BL P 25 20/28/29 (136)( ; )
9/117/10 HM | Mx-10 ] 919110 BL P 26 21/29/30 (133;( 2T )
9/117/10 HM | MX-10] 919110 BL P 27 21/22/30/31 (122)( ; )
9M17/10 HM | MX-10 | 9/19/10 BL P 28 22/31/32 21T

(2X3)

224' IIT"
9/17/10 HM | MX-10 | 9/119/10 BL P 29 22/23/32 (2X3)

115 DS - 4

9/17/10 HM | Mx-10 | 91910 BL P 30 118 (2X4)

12/00-EDR

Q.C Intials:

E.D.R.




%—T Mid - America Lining Co.

REPAIR LOG Page’ 3
Project Name._ 12st Landfill Project Location. Otsego Twp., MI. Material Description: 40 Mil LLDPE Tx
Weld Data Vacuum Test Data
Welder | Machine Tester | Result| Repair Seam .
Date (nitials | Number Date lnitial (P F) . N . Locations / Comments
9/17/10 HM | mMx-1 | emero | BL P 31 22/31 205°DS -6
(2X4)
80'DS - 5
9M7/10 HM | mMx-1 | 9910 | BL P 32 24125 (2% 4)
917110 | HM | Mx-1 | 91910 | BL P 33 33/34 3(22'2(34')7
9117110 HM | mMx-1 | eor9m0 | BL P 34 37/38 44'DS-8
(2X4)
9/17/10 HM | mMx-1 | 9i1er0 | BL P 35 37/38/39 (526XT3 )
9/19/10 HM | MX-1 | 920110 | BL P 36 40/41 1:252 gi \ 9
9/19/10 HM | MX-1 | 92010 | BL P 37 40/44/45 108" - 2122)( I")& Cap
9/19/10 HM | Mx-1 | 922010 | BL P 38 44/45/46 (1; 2X3T)
919/10 | HM | Mx-1 | e201M0 | BL P 39 Panel 46 97" Penetration
( Boot )
' ' 13- 26'
9/17/10 HM | Mx-1 | erero | BL P 40 37/38/43 (2%13)
9/19/10 HM | MX-1 | 92010 | BL P 41 47148 60'DS - 10
(2X4)
919110 ~ | HM | Mx-1 | 9010 | BL P 42 48/49/50 ' (1;6)( ;)
9/19/10 HM | MX-1 | 92010 | BL P 43 49/50/51 (1;6)( 3T)
911910 | HM | MX-1 | 9010 | BL P 44 51/52 14(52?(34')1 1
920010 | HM | Mx-1 | e2010 | BL P 45 Panel 57 24 '(’eB’;‘ztt";‘tm"
12/00-EDR

Q C. Inttials E.D.R.



%ﬂ"‘\“ Mid - America Lining Co.

REPAIR LOG Page: 4
Project Name- 12st Landfil! Project Location'__~ Otsego Twp , M. Material Description 40 Mil LLDPE Tx
Weld Data Vacuum Test Data
Dat Welder | Machine Date Tester | Result| Repair Seam Locations / Comments
4 linitials | [ Initials | (PJ/F) | Number | Number
9/19/10 HM | Mx-1 | 92010 | BL P 46 56/57 4‘;’ 2D>§; ;2
9/17/10 HM | Mx-1 | 919110 | BL p 47 31/32 4’ Anchor Trench
(2X4)
917110 HM | mx-1 | 9itoo | BL P 48 R22/P27 4( lzji-41)4
135-157 Cap & DS - 15
9n7110 HM | mx-1 | 919110 | BL P 49 33/41 X9
126
9/17/10 HM | mx-1 | erero | BL P 50 34/41 (2%3)
119
9/17/10 HM | mx-1 | 919110 | BL p 51 34/42 (2%3)
1'
917110 HM | mMx-1 | 919110 | BL P 52 R22/P27 (2%3)
9/17/10 HM | mMx-1 | 9nero | BL P 53 R23/P28 Repa"("'z‘ ;k';)“ boot
, .
9/17/10 HM | mx-1 | 990 | 8L p 54 R31/P22 (2%3)
9/17/10 HM | mx-1 | 91910 | BL P 55 3/9/10 140" - 150 Covered R2
(2X10)
1'
9/17/10 HM | Mx-1 | 919110 | BL P 56 R4/P3 (2%2)
25' - 32
9/17/10 HM | mMx-1 | 919110 | BL P 57 R4/P12 > x7)
- 2‘
9/17/10 HM | mMx-1 | 919110 | BL p 58 R6/13/14 (2%3)
. 1|
9/17/10 HM | Mx-1 | 919110 | BL p 59 R7/6/15 (2X3)
1|
9/17/10 HM | mx-1 | 990 | BL p 60 R8/15 (2%3)

12/00-EDR

a.c. inials. E.D.R.



%——‘—\—“ Mid - America Lining Co. :

REPAIR LOG Page 5
Project Name- 12st Landfill Project Location Otsego Twp , Mi Material Description. 40 Mil LLDPE Tx
Weld Data Vacuum Test Data
Date Welder | Machine Date Tester | Result| Repair Seam Locations / Comments
Initials { Number ; Initials | (P /F1 1 _Number Number
1|
9/17/10 HM | mMx-1 | 9mero | BL p 61 R10/P7 (2x2)
9/17/10 HM | Mx-1 | 9mei0 | 8L P 62 7/8/16 C°("j’;d4’§”
9/17/10 HM | Mx-1{ 990 | BL |- P 63 8116/17 C°("§r;d3F;12
9117110 HM | Mx-1 | 9mermo | BL P 64 R5/P4 Repair ("; ;kg”)m boot
48
9/17/10 HM | mx-1 | 990 | 8L p 65 Panel 26 (2%2)
49
9/17/10 HM | Mx-1 | o910 | BL p 66 Panel 26 (2%2)
: 51
9117110 HM | mMx-1 | 919110 | BL P 67 Panel 26 (2% 2)
55
9/17/10 HM | Mx-1 | 9mor0 | BL P 68 Panel 27 (2%2)
60°
9/17/10 HM | Mx-1 | 919/10 | BL p 69 Panel 27 (2x2)
66
9/17/10 HM | mx-1 | 9mei0 | BL p 70 Panel 27 (2x2)
9/19/10 HM | Mx-1 | eomo | BL P 71 53/54/55 (221 xg )
9/19/10 HM | mx-1 | eromo | BL P 72 53/55/56 (424 xg )
9/19/10 HM | mx-1 | eroro | BL P 73 53/56/57 67' "7
. , (2X3)
9/19/10 HM | mMx-1 | 920110 | BL p 74 53/57/59 (823)(7; )
92' “T"
9/20/10 HM | Mx-1 [ 92010 | BL P 75 57/58/59  (ox3)
12/00-EDR

Q C Initials.

E.D.R.




%—W Mid - America Lining Co.

REPAIR LOG Page 6
Project Name: 12st Landfill Project Location: Otsego Twp , Ml. Material Description 40 Mil LLDPE Tx
Weld Data Vacuum Test Data
Welder | Machine Tester | Result| Repair Seam .

Date nitials | Number | 22 | initials | P /F) | Number | Number Locations / Comments
9/20/10 HM | mMx-1 | om0 | BL P 76 58/59/60 (130)( ; )
9/20/10 HM | Mx-1 | 92010 | BL P 77 58/60 126'DS - 13

(2X 4)
9/20/10 HM | mx-1 | eroo | BL P 78 58/60/61 2';3)( ; )
9/20/10 HM | Mx-1 | 920110 | BL P 79 47148 0-7 '22";%’ )T rench
97110 | HM | mx-1 | enero | BL P 80 37/38 C°"e"(*‘; N )(DS‘S)
9/17/10 HM | mx-1 | eMer10 | BL P 81 137/38/39 ‘ C°("§r§d4'§35
9/21/10 HM | mMx-1 | s—21110 | BL p 82 3/9/62 ggsxsT)
9/21/10 HM | mx-1 | o110 | BL P 83 2/3/62 172 -178'"T

(2X6)

1' ||T"

9/21/10 HM | Mx-1 | 921110 | BL P 84 1/2/33/62 (2%3)
92110 | HM | Mx-1 | 92110 | BL P 85 | 33/34/62/64 22 E"(t;“;'%“)“e In
9/21/10 HM | mMx-1 | 921110 | BL P 86 Panel 64 198’ Penetration

{ Boot)
9/21/10 HM | Mx-1 | 921110 | BL P 87 62/63/64 (122( 2T )
9/21/10 HM | Mx-1 | e2110 | BL P 88 63/64/65 (126)(;)
9/21/10 HM | mMx-1 | sr2110 | BL P 89 Panel 68 137" Penetration

(Boot)

96' DS - 16
9/21/10 HM | mMx-1 | 92110 | 8L P 90 63/65 N
12/00-EDR

Q.C. Initials EDR



%—'—m Mid - America Lining Co.

REPAIR LOG Page. 7
Project Name. 12st Landfill Project Location. Otsego Twp , MI. Material Deécrlptlon. 40 MiIl LLDPE Tx
Weld Data Vacuum Test Data
, Welder | Machine Tester | Result| Repair Seam .
Date (nitial Number Date Lnitial ®I/E | Num Locations / Comments
9/21/10 HM | mx-1 | 92110 | BL p 91 66/67 70'DS - 17
(2X4)
14 DS-18
9/21/10 HM | Mx-1 | 92110 | BL P 92 65/66 (x4,
9/21/10 HM | mMx-1 | 92110 | BL p 93 36/66 77'DS-19
(2X4)
' 210 - 250
9/23/10 HM | Mx-1 | 92310 | BL P 94 68/69 7 40)
9/23/10 HM | mx-1 | o230 | BL P 95 68/69/70 (128)( 3T )
9/23/10 HM | mx-1 | 923110 | BL P 96 69/70/71 (122)(;)
9/23/110 HM | Mx-1 | 92310 | BL p 97 74175 162'- 174'
(2X8)
189
9/23/10 AM | mx-1 | 930 | BL p 98 74175 (2%3)
9/23/10 HM | MXx-1 | 92310 | BL p 99 71172 3((’ sz; fo
9/23/10 HM | mMx-1 | 923110 | BL P 100 68/70 2(("20)?; ?1
9/23/10 HM | Mx-1 | e2310 | BL P 101 74175 “(2'2?(3 4')22
: 105' DS - 30
10/5/10 HM | mx-8 | 10510 | BL P 102 75/79 2 x4)
10/5/10 RM | Mx-9 | 1055110 | BL P 103 78179 4? sz; f3
10/5/10 RM | Mx-9 | 105510 | BL p 104 76/87/88 (222;1")
1055110 | Rm | mx-9 | 105510 | BL P 105 76/87 3? o f“

12/00-EDR

Q.C. Initials.

E.D.R.




%\‘I—" Mid - America Lining Co.

REPAIR LOG Page: 8
Project Name 12st Landfili Project Location® Otsego Twp , M Matenial Description’ 40 Mil LLDPE Tx
Weld Data Vacuum Test Data
Welder | Machine Tester | Result| Repair Seam .
c
Date Initials | Number| P3* | initials | (P/F) | Number | Number Locations / Comments

61‘ "T“
10/5/10 RM | Mx-9 | 105110 | BL p 106 76/86/87 x3)

100| "T“
10/5/10 RM | Mx-9 | 105110 | BL p 107 76/85/86 (2x3)
10/5/10 RM | Mx-9 | 1055110 | BL p 108 76/84/85 145( ?‘;ftea)‘ T
10/5/10 RM | mx-9 | 1055110 | BL p 109 83/84 13(52?(54')25

20 DS - 26

10/5/10 rM | Mx-9 | 1055110 | BL p 110 83/89 x4y
10/5/10 RM | Mx-9 | 1055110 | BL P 111 89/90/91 (134)( ; )
10/5/10 RM | mx-9 | 1055110 | BL p 112 90/91/92 (1:(;( 3T )
10/5/10 RM | Mx-9 | 1055110 | BL P 113 92/93 9? ZD)":’; )27
10/5/10 RM | Mx-9 | 107110 | BL P 114 92/93 214’ Penelration

( Boot)
10/5/10 RM | Mx-9 | 10510 | BL p 115 93/94/95 (1;2)( 3T )

108| "T“
10/5/10 RM | Mx-9 | 105110 | BL p 116 94/95/96 (2X3)
10/5/10 RM | Mx-9 | 1055110 | BL p 117 95/96 17(52':)’(34')28
10/5/10 RM | Mx-9 | 1055110 | BL p 118 79/99 92’ Penetration

( Boot )

82| "T“
10/5/10 RM | Mx-9 | 105110 | BL P 119 97/98/99 5x3)

80‘ ||T"
10/5/10 RM | Mx-9 | 1055110 | BL P 120 | 98/99/100 ox3)

12/00-EDR

ac nitals. E.D.R.



_‘_[_l= I"\Mid - America Lining Co.

e
REPAIR LOG Page’ 9
Project Name. 12st Landfill Project Location. Otsego Twp , M. Matenial Description. 40 Mil LLDPE Tx
Weld Data Vacuum Test Data
Dat Welder | Machine Date Tester | Result| Repair Seam Locations / Comments
ate nitials | Number Initials | (P /F) | Number | Number

10/5/10 RM | MX-9 | 1055110 | BL P 121 99/100 115'DS - 29

(2X4)

100
10/5/10 RM | Mx-9 | 107110 | BL P 122 Panel 97 (2%2)
10/6/10 HM | mMx-8 | 10/7710 | BL P 123 | 114/118/119 (428)(2 )
10/6/10 HM | mx-8 | 10710 | BL P 124 | 11411171118 (150)(;)
10/6/10 | HM | Mx-8 | 10710 BL P 125 | 10711141117 (428')("2")
10/6/10 HM | Mx-8 | 10710 BL- | P 126 | 107/108/117 (122X3T)
10/6/10 HM | mMx-8 | 107710 | BL P 127 | 108/109/117 (1*235;(;)
10/6/10 HM | mMx-8 | 10/7/10 BL P 128 | 109/110/117 ' (1;5‘;(;)
. T ERZERZ] 120'- 123 "T"

10/6/10 HM | mMx-8 | 107110 | BL P 129 18 )
10/6/10 HM | mMx-8 | 107110 | BL P 130 | 111/116/118 (1(2)0x 3T)
10/6/10 | H™M | Mmx-8 | 107110 | BL P 131 116/118 88' DS - 32

(2X4)
10/6/10 | H™M | Mx-8 | 107110 | BL P 132 | 102/116/118 (729xg )
10/6/10 HM | Mx-8 | 107110 | 'BL P 133 | 108/118/119 (426-)(-1..)

31"

10/6/10 HM | MX-8 | 10/7/10 | BL P 134 | Panel 108 (2X3)
10/6/10 HM | mMx-8 | 1o/7110 | BL P 135 | Panel 108 ( 22)2” 3)

12100-EDR

Q C Inttials:

E.D.R.




‘ %ﬁw Mid - America Lining Co.

Project Name

REPAIR LOG

12st Landfill

Project Location.

Otsego Twp., Ml

Material Description:

Page 10

40 Mil LLDPE Tx

Weld Data Vacuum Test Data
Welder | Machine Tester | Result| Repair Seam .
Date Initi r Date Initi ® /5] Num . Locations / Comments
3
10/6/10 HM | Mx-8 | 107110 | 8L p 136 | Panel 108 (2%3)
6'
10/6/10 HM | Mx-s | 107110 | BL P 137 | Panel 108 (2%3)
4'

100610 HM | mx-s | 107110 | BL P 138 107/114 (2%3)
10/6/10 HM | Mx-8 | 107110 | BL p 139 54/107 4? 2D>§; ?3

10/6/10 HM | Mx-8 | 107110 | BL P 140 | 5011001101 (E,goxsT)
10/6/10 Hv | mx-s | 10710 | BL P 141 46/97 50(0'2’2(5 4')35
10/6/10 iM | mx-s | 107110 | BL P 142 109/110 1%'2[’)?‘; :)"4

275

10/6/10 HM | Mx-8 | 107110 | BL p 143 43/89 (2xa)

10/6/10 WM | mx-8 | 1055110 | BL P 144 | 45/46/96/97 ?gox 3T )

53/541107/ 649 "T"

10/6/10 HM | Mx-8 | 107110 | BL P 145 " o)

10/6/10 HM | mx-8 | 107110 | BL. p 146 | Panel 111 30' Penetration

{ Boot)

10/6/10 HM | Mx-8 | 107110 | BL P 147 | 111/115/116 (228)(2 )

10/6/10 HM | Mx-8 | 10710 | BL P 148 | 104/106/115 (124;'1:;,")
103/106/115/ 26 - 28 "T°

10/6/10 HM | MX-8 | 107110 | BL P 149 %o e

10/6/10 HM | mx-8 | 107110 | BL P 150 | 102/103/116 (428x£ )

12/00-EDR

Q C Initials. EDR



%“ Mid - America Lining Co.

Project Name.

REPAIR LOG

12st Landfill

Project Location.

Otsego Twp , MI

Material Description:

Page:

11

40 MiIl LLDPE Tx

Weld Data Vacuum Test Data
Welder | Machine Tester | Result]| Repair ‘Seam .
Date Initials | Number Date Initials | (P F) | Num . Locations / Comments
10/6/10 | HM | Mx-8 | 10710 | BL P 151 | 103/105/106 (328)(2 )
10/610 | HM | mx-8 | 107110 | BL P 152 | 104/105/106 (328)(2 )
10/6/10 HM | MX-8 | 1077110 | BL P 153 | Panel 112 186’ Penetration
(Boot )
10/6/10 HM | mx-8 | 107710 | BL P 154 101/112 (21;73)
125'- 138
1006110 | HM | mx-8 | 107110 | BL P 155 101112 o 12)
10/6/10 HM | mx-8 | 10710 | BL P 156 101/112 35(’ ZD)?;;“
10/6110 | HM | mx-8 | 107110 | BL P 157 | P97/R118 N°r”(‘ ond ;; skirt
10/6/10 HM | mx-8 | 10/7710 | BL P 158 | P112/R153 West end of skirt DS - 36
‘ (2X4)
12/00-EDR

a.c. intiats. E.D.R.




